
Table S5. The detection limits of XRF and ICP-MS, mg/kgdw 

  Elements 

  Cd Cr Cu Ni Pb Zn Al Fe K Na Mg Mn P S Ti 

Limit of 

detection, 

mg/kgdw* 

XRF - - 0.4 - - 0.4 4 0.4 4 810 4 0.4 0.4 0.4 - 

ICP-MS 0.001 0.004 - 0.011 0.003 - - - - - - - - - 0.067 

* : dw (dry weight) 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 


